(4SSl

2l i e OloyT o8 4 |

B # 6765 = )9 u)vrﬂ

Sattand Laboratery Compler (@ -:; :lua: .::: o 5)
Talriy-Tran S 0ylo
L% A
Pinhole test
ASTM D4647
Project: sample type : marl
Client: pamco co. Test date: 25.jul .2017
sample depth : m borhole no : sample no:
Water content : % 17 Max dry density : griem®  1.850 undisturbed [] disturbed
flow Flow Turbidity from side

head rate | Ver Moderately | Slightly | Completely remark

P ml Lol ml/s dark L dark dark clear

50 115 - 300 0.38 1/

180 210 | 300 0.7 4

380 340 300 1.13 V

1020 600 300 2.0 ‘/

Dispersive
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